
PPE Required

Typical Crew Size: Typical Material
Description        Class Code   Description                         Class Code

See associated test procedure. See associated test procedure.

Sequence of Job Tasks Potential Hazards Never

Reference the Following JSAs:
Coring Operation Process

CP 68 (Unique Tasks)

 Safe Job Procedures

COLORADO DEPARTMENT OF TRANSPORTATION                                                                                                                                                              

JOB SAFETY ANALYSIS 

1-2

Typical Equipment

Activity Name: Determining Portland Cement Concrete Pavement Thickness Activity Number: CP 68

Date Prepared: 5/20/2009
Safety Glasses, Leather 

Gloves, Hard Toe Boots, Dust 
Mask

Activity Description & Purpose: Determine the thickness of concrete pavement cores.

(Crew sizes may vary due to different 
conditions throughout the state).

( q )
1-Clean aggregate from bottom 1-Mashed finger Hit finger with hammer
    of core w/hammer & chisel 2-Particles in eyes Drop core
    and wire brush. 3-Particle inhalation

2-Place core in measuring 1-Scrapes or cuts
    device and take
    measurements

2-Wear all personal protective equipment.

1-observe hand and finger placement and movement
2-Wear all personal protective equipment.

3-Wear all personal protective equipment.

1-Use chisel with hand guard, observe hand and finger placement, work in comfortable position.
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